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3. Bnacuuk peayabtatiB HIJKP (mpoayKiii)

Hasga opraHni3sanii: XapKiBCbKuil HalliOHaJIbHUI aBTOMOGIJIbHO-IOPOKHIH YHIBEPCUTET
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MigmopsaxoBaHicTh: MiHiCTEpCTBO OCBITH i HAyKu YKpaiHu
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4. JI>)kepeJia Ta HanIpsiMu piHaHCYBaHHSA

IligcraBa a1 npoBeAeHHs PooiT: 43 - BacHa iHiljaTuBa (SKIO po60Ta BUKOHYETHCS 3 BIIACHOI iHIIaTHBY 32 KOIITY BUKOHABIIS

HJIP a60 6€3KOLITOBHO)
KIIKBK:

Hanpsm ¢inancyBanHs: 2.2 - IPUKJIALHI JOCTIIKEHHS i pO3pOOKU

J>kepesia piHaHCYBaHHS

IxepeJio pinaHcyBaHH: 7706 - 6€3I1aTHO (OOTOBIp PO HAYKOBO-TEXHIYHE CIiBPOOITHUIITBO, TOLO)

dakTuynui 06csr pinaHcyBaHHs 3a 3BiTHMH eTam: 0 TUC. TDH.



5. HaykoBo-TexHi4Ha poooTa

HasBa po6oTHu (YKp)

TexHosorii MarHiTHO-iMIy/IbCHOI 06POOKM METasliB B aBTOMOGine6y1yBaHHi

Ha3sBa po6oTHu (aHrJI)

Technology of magnetic-pulse treatment of metals in the automotive industry

Pedepar (yxp)

3arpornoHOBaHO METOJMKY WMMOBIDHICHOTO aHaji3dy pe3ysbTaTiB BHMiPIOBaHb XapaKTEPUCTUK €JIEKTPOMATHITHUX IPOLECIB B
MIOM

Pedepar (aHr1)

The proposed method probabilistic analysis of measurements of characteristics of electromagnetic processes in magnetic-pulse
metal processing5481
Ingexc YIK: 629.331, 618.321

Kopgu TemarnyHux pyopuxk HTI: 55.43.13
6. HaykoBo-TexHiyHa npoayKuis (HTII)

HTII 1

Hassa npoaykii (yKp): MeToanka HMOBiIpHICHOTO aHasi3y pe3ysbTaTiB BUMipIOBAaHb XapaKTEPUCTUK €JIeKTPOMAarHiTHUX

npouecis B MIOM

Hassa npoaykii (arrui): Method probabilistic analysis of measurements of characteristics of electromagnetic processes in
magnetic-pulse metal processing

OuikyBaHi pe3yJIbTaTH:
T'anyss 3acrocyBaHHs: 73.1. JJoCc/ipKeHHS i pO3POOKHU B rajtysi MpUPOSHUYMX Ta TEXHIYHUX HAyK

Onuc npoaykuii (ykp): [IpoBeeHO aHasli3 MOKIMBOCTI HallpaByleHoi fedopMaliii 1MCTOBOro MeTaly B iHIYKTOPHUX CUCTEMaX.
Po3paxoBaHO 10Jis1 B B iHIYKTOPHI CUCTEMI 3 EKPAHOM, 11O IPUTSTAE, TA JONOMDKHAM BUTKOM i KOMOIHOBAHUX iHIYKTOPHUX
CHCTeMax iHCTPYMEHTAaX PUXTOBKU METAJIEBUX IIOKPUTTIB aBTOMOOGIbHUX Ky30BiB. [IpoBeieHO aHaliX MOKIMBOCTEN
30BHIIIHBOTO PUXTYBAaHHS aBTOMOOGIIbHMX Ky30BiB 3a IOOMOT0I0 CUCTEM 3 TIPSIMUM IIPOINYCKaHHSIM CTPYMY, Ta UUJIHIPUYHOIO
IHIYKUIAHOK CUCTEMOIO 3 €EKPAHOM, 1O IIPUTSATrae. 3alpOIIOHOBAHO METOIMKY MMOBIDHICHOTO aHali3y pe3yJbTaTiB BUMIPIOBaHb

XapaKTEPUCTHUK €JIEKTPOMArHiTHUX npouecis B MIOM.
ConiasnpbHO-eKOHOMIYHA cnpsimoBaHicTy HTII:
Cragis 3aBepmenocti HTII: 3git o HIAJIKP
BnposazykenHsa HTII: BipoBankeHO

CTpOKH BIPOBaJKE€HHS. BU3HAYa€ 3aMOBHUK
Bupo6HuK npoaykuii: XHAITY

CnosKkuBavi NpoAyKuii: HaBYaIbHUN IpoLiecC
IlepcneKTHBHI pHHKHU: IIiIIpMEMCTBA YKpaiHU
IlpaBa iHTeJIEKTYaJIbHOI BJIACHOCTI: 3a 0rOBOpamMu

®opmu Ta ymoBH nepegadi npogykuii: CriinpHi HIJIKP
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