O6J1ikoBa kKapTka HIJIKP

Jep>kaBHuM 061ikoBHI HOMep: 0218U006064
Dep>kaBHuUM peecrpaniiinuii Homep: 0116U005528

Bigkpura

Iara peecrpamnii: 15-03-2018

1. ETaniy BUKOHAHHS

Homep eTtamy: 1

Hassa eramny: [IpoBecTu fOCTiIXEHHS Ta pO3pOOUTU Hal[iOHAJIbHUM CTAaHAAPT Ha METO/], BU3HAUYEHHS [TOKa3HUKA Koresii 6iTyMHUX

B'SDKY4MX
ITouaTok erany: 09-2016
3akiHueHHs eTany: 12-2017

Bup, 3BiTHOTO ZOKyMeHTa: OCTaTOYHUH 3BiT

2. BukoHaBeupb

HasBa opranisanii: XapKkiBCbKuUil HalliOHaJIbHUI aBTOMOGIJIbHO-AOPOKHIH YHIiBEpCUTET
Kogm, €IPTIOY /IIIH: 02071168

MigmopsaxoBaHicTh: MiHiCTEpCTBO OCBITU i HAyKu YKpaiHu

Appeca: By:1. SIpocnaBa Mypporo, 25, M. Xapkis, 61002

Tenedon: (057) 700-38-76

E-mail: nis@khadi.kharkov.ua

3. BnacHuk peayabtatiB HIJKP (mpoaykirii)

Ha3sBa opranisamnii: [lep>kaBHe areHTCTBO aBTOMOOIJIbHUX JOpir YKpainu
Koz €PIIOY /IITH: 37641918

Appeca: Bys. Qi3kynbTypH, 6ya. 9, M. Kuis, KuiBcbka 06u1., 03150, Ykpaina
IlizgnopsaxoBaxicTe: Kabiner MinicTpis Ykpainu

Tenedon: 287-74-81

Tenedon: 287-74-81

E-mail: ukravtodor@gov.ua

E-mail: ukravtodor@gov.ua

4. JI>xkepeJia Ta HanpsiMu piHaHCYBaHHSA

IligcTaBa aJ1s1 IpoBeAeHHs POOIT: 34 - IOTroBip (3aMOBJIEHHS) 3 LIEHTPAJIbHUM OPraHOM BUKOHABYOI BJIaIM, aKaleMi€lo HayK

(rO;IOBHMMU PO3IIOPSIAHUKAMY OIOPKETHUX KOIITIB HA mpoBeaeHHst HIIJIKP)
KIIKBK: 3111020

Hampsam ¢inancyBaHHs: 2.2 - IPUKJIATHI JOCIiIKEHHS i pO3p0oOKU

J>kepesia piHaHCYBaHHS



IkepeJio diHaHcyBaHHS: 7713 - KOWITHU IEePKOIOIKETY

dakTuunmii 06csr pinaHcyBaHHS 3a 3BiTHMHE eTam: 179 TUC. IpH.
5. HaykoBo-TexHiYHa po6oTa

Hasga po6oTH (YKp)

[IpoBecTu mociKeHHs Ta PO3pPOOUTH HalliOHAMIbHUI CTAaHAAPT HA METO]] BUSHAYEHHSI [TOKa3HUKa Koresil GiTYMHHX B'SDKYIUX

Haspa po6oTH (aHrJ1)

To conduct restarch and to develop a national standard for metod of determination of cohesion of bituminous binders

Pedepar (yxp)

YIOCKOHa/IEHO HOPMATHMBHA 6a3a [OPOXKHIX 6iTyMHMX B'SDKyYMX MIJISIXOM BBEIEHHS B CHCTEMY OLIHKM SIKOCTi ITOKa3HMKA
KOT€3iiHOI MIIJHOCTi, IJ0 BM3HAYaA€ThCS 32 METOIOM OLHOIJIOMIMHHOTO 3CYyBY IIpM (iKCOBAaHMX 3HAYEHHSIX TEMIIEPAaTypu Ta
MIBUAKOCTI BUIMPOOYBaHHS. PO3p00JIEHO MPOEKT HalliOHAJIBHOTO HOPMATUBHOTrO HokKymeHTy JCTY "Birym Ta GiTyMHi B'SDKydi.

MeTop, BU3HAUYEHHsI TOKa3HUKA Koresii".
Pedepar (aHrI)

The normative base of road bitumen binders has been improved by introducing into the system a quality assessment of the
cohesive strength index, which is determined by the single-shear displacement method with fixed values ??of temperature and
test speed. The draft of the national normative document DSTU "Bitumen and bituminous binders, the method of determining
the coefficient of cohesiveness” was developed.5481

Inpexc YIK: 691.16;691.1-033.2, 691.16

Kozau tremarnunux pyopux HTI: 67.09.43
6. HaykoBo-TexHiyHa npoaykuis (HTII)

HTII 1

Hassa npoaykuii (ykp): HallioHanbHMit CTaHAAPT HAa METOJ, BU3HAYEHHSI TIOKa3HMKa Koresii 6iTyMHUX B'SKy4nx
Hassa npoaykii (aurui): The national standard for the method for determining the cohesion index of bituminous binders
OuiKyBaHi pe3yJIbTaTH: HOPMATUBHO-TEXHIYHA JOKYMEHTALlis

T'anyss 3acrocyBaHHs: 72 HayKoBi OC/IIPKEHHS Ta pO3POOKU

Onuc npozyKuii (yKp): HOpMaTHBHO-TEXHIYHA JOKYMEHTaIlis

ComiasbHO-eKOHOMIYHa crpsimoBaHicTs HTII:

Crapgis 3aBepmenocti HTII: 3sit no HIIJKP

Bruposaaskenns HTII: BuposamxeHo

CTpOKH BIPOBAJ>KEHHSI: BU3HAYa€ 3aMOBHUK

Bupo6Huk npoaykuii: XHAITY

CnoskuBadvi npoaykuii: Jlep>kaBHe areHTCTBO aBTOMOOINIBHUX JOPIr YKpaiHu

IlepcneKTHUBHI pUHKH: IiTPUEMCTBA YKPaIHU

IIpaBa iHTeIeKTyasIbHOI BJIACHOCTI: 32 JOrOBOpaMu

®opmu Ta ymoBH nepegaui npogykuii: CriinieHi HIJIKP

7. Bi6sriorpagiyHuii onuc



8. 3BiTHa JOKyMeHTaList

KinbKicTh CTOPiHOK B 3BiTi: 171
Mosga 3BiTy: YKpaiHCbKa

KinpkicTs ¢aiisiB y 3BiTi: 1
9. 3aKJII0YHIi BiLOMOCTi

IlepeJiik 0ci6O-BHKOHABIIiB
l'ankin A.B.

Iupir .1

KepiBHHK opraHisamii:
Boromosos Bikrop OsexcanapoBud (1. T. H., Ipodecop)
KepiBHHKH po6OTH:

3os0TaproB Biktop OsnekcaHgpoBuY (A, T. H., Ipodecop)

KepiBHUK Bigainy peectpanii HayKoBoi gisibHOCTi

IOpyenko T.A.
YxpIHTEI




