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1. ETaniy BUKOHAHHS

Homep eTtamy: 1

Hasga erany: Moznudikaiiisi moBepxHeBUX 1I1apiB MaTepiasiB iIMITyJIbCHUMY [TOTOKAMU T1J1a3MU Ta OTPUMAHHSI HOBUX I171iBKOBUX

MarepiasiB y KBazi- aMOppHOMY Ta HAHOKPUCTAJIIYHOMY CTaHi
IToyaTok etamy: 07-2005
3akiHueHHs eTany: 12-2006

Bup, 3BiTHOTO ZOKyMeHTa: OCTaTOYHUH 3BiT

2. BukoHaBeupb

Hassa oprasnisanii: HanioHanbHMI HayKoBUiI IEeHTP "XapKiBChKuil Qisuko-rexnHiynmii incruryt" HAH Vkpaiau
Kop, € IPIIOY /IITH: 14312223

MigmopsaxoBaHicTh: MiHicTepcTBO OCBiTU YKpaiHu

Appeca: 61108, M. XapkiB, Bysl. AKaneMivHa, 1

Tenedon: (057)3351688

Inme:

3. BnacHuk peayabtatiB HIJKP (mpoaykirii)

Hassa oprani3sanii: HanioHanbHa akageMis HayK YKpaiHu
Koz, €IPIIOY /IIIH: 00019270
Appeca: 01650, m.KuiB, Bys1. Bonogumupcoka,>4

IlizgnopsakoBaHicTk: HanioHanbHa akafeMis HayK YKpaiHu

4. JI>)kepesia Ta HanpsiMu piHaHCYBaHHA

IlizcraBa aJj1st IpoBeAeHHsI PooiT: 52 - TOTOBip 3 BITYM3HSIHOIO OpraHisarieio (opranamu micresoi pagu, GoHIoM, acouialiiero,
KOHIIEPHOM TOILO)

KITKBK:

Hampsm ¢piHaHCcyBaHHS:

J>kepesia piHaHCYBaHHS
5. HaykoBo-TexHi4Ha poooTa

HasBa po6oTH (YKp)



Mopudikallisi TOBepXHEBUX LIApiB MaTepialiB iMIMyJIbCHUMM MOTOKAaMH IJIA3MU Ta OTPMMAHHSI HOBUX IJIIBKOBUX MaTepiajis y

KBa3i- aMOp(PHOMY Ta HAHOKPUCTAJIIUHOMY CTaHi

Ha3zBa po6oTu (aHrJI)

Modification of surface layers of a materials by pulse plasma streams and a receiving of a new film materials in quasi-amorphous
and nanocrystalline state.

Pedepar (yxp)

O6pob6ka iMIyJbCHUM MOTOKaMHM IJIa3MU Pi3HMX KOHCTPYKUiMHMX MarepiayiB NPUBOAUTh [O 3HAYHOrO TOJIMNUIEHHS iX
TPUOOJIOTIYHMX BJIACTUBOCTEHN 32 PaxyHOK (OPMYyBaHHS IIPUIIOBEPXHEBOrO Moju@ikoBaHoro mapy. OAHMM i3 TOJIOBHHUX
YUHHUKIB, $IKMI1 BIIMBA€ Ha YTBOPEHHS MOAMU(IKOBAHOTO Iapy, € HAsBHICTb BUCOKUX TIpaflieHTiB TeMIEepaTypu B

TIPUITOBEPXHEBUX LIAaPax Iif] Yac B3a€MO/Iii MIOTOKIB IJIa3MU 3 MaTepianamu.
Pedepar (aHrI)

It was shown, that the processing by pulse plasma streams of different armour materials results in considerable improvement of
them tribological property on account of formation of a near-surface modified layer. One of main factors, which one influences
formation of a modified layer, is presence of high temperature gradients in near-surface layers during interaction of plasma
streams with materials

Inpexc YIK: 533.9, 621.039.53

Kozau tremarnynux pyopux HTI: 29.27
6. HaykoBo-TexHiyHa npoaykuis (HTII)
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