O6J1ikoBa kKapTka HIJIKP

Jep>kaBHuH 06J1ikoBHI HOMep: 0213U007408
Jep>kaBHuUMH peecrpaniiinuii Homep: 0113U005176

Bigkpura

Iara peecrpaunii: 21-10-2013

1. ETaniy BUKOHAHHS

Homep eTtamy: 1

Hasga erany: BuzHaueHHs COPOLIiMHUX BIaCTUBOCTEN METaNyPriliHUX MIIaKiB
IToyaTok eramy: 09-2012

3akinueHHs etany: 08-2013

Bup, 3BiTHOTO ZOKyMeHTa: OCTaTOYHUH 3BiT

2. BukoHaBeup

HasBa oprani3sanii: XapkiBCbKuil HalliOHaJIbHUI aBTOMOGIJIbHO-AOPOKHIH YHIBEPCUTET
Kog, €PIIOY /ITIH: 02071168

MigmopsaxoBaHicTh: MiHiCTEepCTBO OCBIiTU i HAyKu YKpaiHu

Appeca: By1. SIpocnaBa Mypporo, 25, M. Xapkis, 61002

Tenedon: (057) 700-38-76

E-mail: nis@khadi.kharkov.ua

Inme: admin.khadi.kharkov.ua

3. Bnacuuk peayabtatiB HIJKP (mpoayKiii)

Hasga opraHni3sanii: XapKiBCbKuil HalliOHaJIbHUI aBTOMOGIJIbHO-IOPOKHIH YHIBEPCUTET

Kog, €IPIIOY /IITH: 02071168

Appeca: By SpociaBa Myzporo, 25, M. XapkiB, XapkiBcbkuii p-H., XapkiBcbka o61., 61025, Ykpaina
MigmopsaxoBaHicTh: MiHiCTEpCTBO OCBITH i HAyKu YKpaiHu

Tenedon: 0577003862

4. JI>)kepeJia Ta HanIpsiMu piHaHCYBaHHSA

IligcraBa a1 npoBeAeHHs PooiT: 43 - BacHa iHiljaTuBa (SKIO po60Ta BUKOHYETHCS 3 BIIACHOI iHIIaTHBY 32 KOIITY BUKOHABIIS

HJIP a60 6€3KOLITOBHO)
KIIKBK:

Hanpsm ¢inancyBanHs: 2.2 - IPUKJIALHI JOCTIIKEHHS i pO3pOOKU

J>kepesia piHaHCYBaHHS

IxepeJio pinaHcyBaHH: 7706 - 6€3I1aTHO (OOTOBIp PO HAYKOBO-TEXHIYHE CIiBPOOITHUIITBO, TOLO)

dakTuynui 06csr pinaHcyBaHHs 3a 3BiTHMH eTam: 0 TUC. TDH.



5. HaykoBo-TexHi4Ha poooTa

HasBa po6oTHu (YKp)

BusHaueHHs COpOLiHUX BJIaCTUBOCTEN METANYPriiHUX MIJIaKiB

Ha3sBa po6oTHu (aHrJI)

Defining the properties of slag sorbtsinih

Pedepar (yxp)

Po3po6sieHo onTUManbHy METOAUKY HAYKOBUX JOCJIIKEHb BIACTUBOCTEN METAIyprifHuX LILIAKiB. JOCTiIKeHO MiHepasoriYHuH

CKJIaJl, METAJIyPrifiHUX IJIaKiB. BU3HaYeHO KiHETUYHI XapaKTePUCTUKU MTPOLieCy afcopoLii.
Pedepar (aHr1)

Developed the optimal methodology of scientific research on the properties of metallurgical slags. Investigated the
mineralogical composition of slag. The kinetic characteristics of the adsorption process.5481
Ingexc YIK: 669.046.512:541.13; 669.022:541.13, 544.723:669.181.28

Kopu Temarnuynux pyopuk HTI: 53.03.05
6. HaykoBo-TexHiyHa npoayKuis (HTII)

HTII 1

Hassa npoaykuii (ykp): OnTrmanbHa METOIMKA HAYKOBUX AOCIIIKEHb BIACTUBOCTEN METATYPriiHUX LJIAKIB.
Ha3Ba npoaykuii (anri): The optimal method of scientific research on the properties of metallurgical slags.
OuikyBaHi pe3yJIbTaTH:

T'anyss 3acrocyBaHHS: 73.20.2 JlocifKeHHs i pO3pOOKY B rajy3i CyCHiIbHUX HayK

Omnuc npoaykiii (ykp): Po3po6sieHO oNTUMaIbHy METOAUKY HAYKOBUX JOCIiIPKeHb BIAaCTUBOCTEN METaNypriliHUX LIJIaKiB.

JocninkeHo MiHepasoriyHMi CKJaJ, MeTaTyprilHUX 1I71aKiB. BU3HaU€HO KiHeTUYHI XapaKTepPUCTUKHU IIPOLECY afCcopOLii.
ConianbHO-eKOHOMiIYHa cipsimoBaHicTs HTII:

Cragisa 3aBepmenocti HTII: 3git o HIJKP

Bnposazykennsa HTII: BipoBazkeHO

CTpOKH BIPOBAKEHHSI: BU3HAYAE 3aMOBHUK

Bupo6HuK npoayknii: XHATY

Cro>KuBavi MPOAYKIi: HABYAIbHUIA NIPOLEC

IlepcneKTHBHI PHHKH: IIiIPUEMCTBA YKpaiHU

IpaBa iHTeJIEKTYa/IbHOI BJIACHOCTI: 32 J0OTOBOpaMU

®dopmu Ta ymoBH nepepaui npozykuii: CriinibHi HIJIKP
7. Biosriorpagiyauil onuc

8. 3BiTHa JOKyMeHTaNis

KinpKicTh CTOPiHOK B 3BiTi: 14

Mosga 3BiTy: YKpaiHCbKa



KinpkicTs ¢aiisiB y 3BiTi: 1
9. 3aKJII0YHi BiOMOCTI

IlepeJiik 0Ci6O-BHKOHABIIiB

I'paiiBopoHChbKa 1.B.

KepiBHHK opraHi3arrii:
Boromonos Bikrop Onekcanaposud (1. T. H., Ipogecop)
KepiBHHKH POOOTH:

Xo6oTosa Enina Bopucisza (z. x. H., mpodecop)

KepiBHuK Bigainy peectpanii HayKoBoi gisibHOCTI

IOpyenko T.A.
YRpIHTEI




