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Bigkpura
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1. ETaniy BUKOHAHHS

Homep eTtamy: 1

Ha3sga erany: JlociyKeHHs ITPOLLECIB J030BAHOTO HAHECEHHS i IPOCOYEHHS ADMYIOUMX TKAHMX HAIIOBHIOBAYiB MTOJIIMEPHUMUA

3B'A3YI0UMMU
ITowaTok etany: 01-2003
3akinueHHs eTtany: 12-2005

Bup, 3BiTHOTO ZOKyMeHTa: OCTaTOYHUH 3BiT

2. BukoHaBeupb

Hassa opranisanii: HanioHanbHUI TexHIYHUN yHiBepcuTeT YKpainu "KuiBcbkuil nostiTexHiYHUH iHCTUTYT iMeHi Iropst
Cikopcbkoro”

Kom €IPTIOY /IITH: 02070921

MigmopsaxoBaHicTh: MiHiCTEpCTBO OCBITU i HAyKu YKpaiHu

Agppeca: 03056, m.Kuis, ip.Ilepemoru, 37

Tenedon: 2369548

Inme: 2369548

3. BnacHuk peayabtartiB HIJKP (mpoaykirii)

Hassa oprani3sanii: MiHicTrepcTBo ocBiTH i Hayku YKpainu
Koz €PIIOY /IITH: 00027677
Agnpeca: 03135, M. KuiB, npocniexrt [lepemoru, 10

MignopsaaxoBanicTs: KabiHeT MiHiCTpiB

4. I>)kepesia Ta HanpsiMu piHaHCYBaHHA

IligcraBa aJj1s npoBeAeHHs PooiT: 34 - HOroBip (3aMOBJIEHHS) 3 LIEHTPAJIbHUM OPTaHOM BMKOHABUO] B[y, aKaZleMielo HayK

(ros10BHMMU PO3NOPSIAHMKAMU OI0TKETHUX KOIITIB Ha poBeaeHHs HIIKP)
KIIKBK:

Hampsim ¢piHaHCyBaHHS:

J>kepesia piHaHCYBaHHS

5. HaykoBo-TexHi4Ha poooTa

HasBa po6oTH (YKp)



,HOCJIiH)KeHHF[ npoueciB JO30BaHOTO HAHECEHHS i IMPOCOYEHHA ApMYIOYNX TKaHNUX HarnoOBHIOBAayYiB l'IOJIiMepHI/IMI/I 3B'H3yIO‘II/IMI/I

Ha3zBa po6oTu (aHrJI)

Research of processes of the dosed causing and impregnation of reinforcing woven napolniteley polymeric connective

Pedepar (yxp)

BcraHOB/IEHI TEOPETUYHI 3aJIEXKHOCTI Ta NPOBEJEHA iX €KCIIePUMMEHTaNlbHa IepeBipKa [Jis NMPOLECIB J030BaHOTO HAHECEHHS i
MIPOCOYEHHSI TKaHUX BOJIOKHUCTMX MaTepiajyiB MOJIMEPHUMM 3B'S3ylouMMU. Po3pobsieHo Ha 6a3i OTPUMAaHUX 3aJIEXKHOCTEN
BHUCOKOE(DEKTUBHE TEXHOJOTiYHe OO6JIafHaHHs AJig iHTeHcu@ikalii npoiecy MpocodyeHHs i crabinizalii BelMYMHM HaHECEHHS

3B’I3YyI0UOTr0 Ha [IPOCOYEHUI MaTepiasl 3 3aCTOCYBAaHHSIM MEXaHIYHHUX (YbTPa3ByKOBUX) KOJIMBAHb.
Pedepar (aHrI)

Theoretical dependences are set that is conducted their experimental verification for the processes of the dosed causing and
impregnation of the woven fibre materials polymeric connective. It is developed the on a base got dependences
visokoeffektivnoe technological equipment for intensification of process of impregnation and stabilization.

Inpexc YIK: 678.01;544.23.02 /.03;544.25.02 /.03, 620.17:668.667:678.02

Kopgu Temarnynux pyopuk HTI: 31.25.15
6. HaykoBo-TexHiyHa npoaykuis (HTII)

7. Bi6sriorpagiyHuii onuc

Cratett -12, MoHOrpadiii - 6

8. 3BiTHa JOKyMeHTaNis

KinpKicTb cTOpiHOK B 3BiTi: 153

Mosga 3BiTy: YKpaiHCbKa

YMoBH nomupeHHsI B YKpaiHi: He 3a60poHeHO
YMoBH nepepgadi iHmum KpaiHam: He 3a60poHeHO

KinekicTs ¢aiisis y 3BiTi: 0
9. 3aKkJII0YHI BiZOMOCTI

KepiBHuK opraHisamii:
[TaHoB €BreH MuxkoaanioBu4
KepiBHHKHU pO6OTH:

[TaHoB €BreH MuKoJsianioBuy4

KepiBHuK Bizainy peectparii HayKoBoi AisibHOCTI

IOpyenko T.A.
YkpIHTEI




