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Iara peecrpamnii: 07-07-2023

1. ETaniy BUKOHAHHS

Homep eTtamy: 1

Hasga eramy: Po3po6ka Ta yIOCKOHAJIEHHSI METO/iB KOHTPOJIIO SIKOCTI Ta JOCIII)KEHHSI BIACTUBOCTE BSDKYUUX i IOPOXKHIX

6ETOHIB Ha ix OCHOBI
ITouaTok erany: 09-2022
3akinueHHs etamy: 08-2023

Bup, 3BiTHOTO ZOKyMeHTa: OCTaTOYHUH 3BiT

2. BukoHaBeupb

HasBa opranisanii: XapKkiBCbKuUil HalliOHaJIbHUI aBTOMOGIJIbHO-AOPOKHIH YHIiBEpCUTET

Koz €IPIIOY /IITH: 02071168

MigmopsaxoBaHicTh: MiHiCTEpCTBO OCBITU i HAyKu YKpaiHu

Appeca: By:1. SIpocnaBa Mypporo, 6yg. 25, M. XapkiB, XapkiBcbKuii p-H., XapkiBcbka 06i1., 61025, Ykpaina
Tenedon: 380577003864

E-mail: admin@khadi.kharkov.ua

WWW: https:/ /www .khadi.kharkov.ua/

3. Bnacuuk peayabtatiB HIJIKP (mpoaykiiii)

HasBa oprani3sanii: XapKkiBCbKuil HalliOHaJIbHUI aBTOMOGIJIbHO-IOPOKHIH YHIBEpCUTET

Kog, €IPIIOY /ITIH: 02071168

Appeca: Bys1. SIpocnaBa Mygporo, 6yg. 25, M. XapkiB, XapkiBcbkuii p-H., XapkiBcbka 061., 61025, Ykpaina
MignmopsaxoBaHicTh: MiHiCTEpCTBO OCBITU i HAyKU YKpaiHu

Tenedon: 380577003864

E-mail: admin@khadi.kharkov.ua

WWW: https:/ /www .khadi.kharkov.ua/

4. JI>xkepeJia Ta HanpsiMu piHaHCYBaHHSA

IligcraBa o151 mpoBeAeHHs PoOIT: 43 - BJaCHA iHiliaTKBA (KO pO60Ta BUKOHYETHCS 3 BIACHOI iHILlIaTUBY 32 KOLITH BUKOHABLS

HJIP a60 6€3KOIITOBHO)
KIIKBK:

Hampsam ¢inancyBaHHs: 2.2 - IPUKJIATHI JOCIiIKEHHS i pO3p0oOKU

J>kepesia piHaHCYBaHHS



Ikepesio ginancyBaHHs: 7706 - 6€311aTHO (DOTOBIp PO HAYKOBO-TEXHIYHE CIiBPOGITHUIITBO, TOIIO)

dakTuunmnii o6csr pinancyBanHs 3a 3BiTHMH etan: 0.000 TuC. rpH.
5. HaykoBo-TexHiYHa po6oTa

Hasga po6oTH (YKp)

Po3po6ka Ta ygoCKOHaJIeHHSI METOZiB KOHTPOJIIO SIKOCTi Ta AOCJIIKEHHS! BIACTUBOCTE BSDKYYMX i IOPOXKHIX 6E€TOHIB HA IX OCHOBI

Haspa po6oTH (aHrJ1)

Development and improvement of quality control methods and research on the properties of binder and road concrete based on
them

Pedepar (ykp)

JIUTUN ACHAJIbTOBETOH, KOE®ILUIEHT IYACCOHA, MOJYJIb NEQOPMAILIIL, TJIMBUHA BIABJIIOBAHHS IITAMITY,
LIEMEHTOBETOH, ILIKAJIA TBEPIOCTI MOOCY, MILIHICTb, IIEBEHEBO-MACTUKOBUI ACOAJIbTOBETOH, CTABIII3YIOYA
JIOBABKA, 3CYBOCTIMKICTD, TPIIMHOCTIVKICTD, ACOAJIbTOBETOH, BIBPOCTEH]], MOJAYJb TPY>XHOCTI, YACTOTA
KOJIMBAHb, METO]] CKIHYEHMX EJIEMEHTIB, MIHEPAJIY, TIPCbKI TIOPOIM, XIMIYHI CIIOJIYKM TA EJIEMEHTH,
SYEIUVIEHHS BITYMY 3 MIHEPAJIBHOIO TIOBEPXHEIO, JOBI'OBIYHICTb AC®AJIBTOBETOHY, IIOIEPEMIHHE
3BOJIOXKEHHSI TA BUCUXAHHS, MOPO3OCTIMKICTb, JIHIMHICTb JEOOPMYBAHHS, MOYJb TIPYKHOCTI,
BIATBOPIOBAHICTDH, TEMIIEPATYPA KPUXKOCTI, IOUCIIEPCIS O6€KT »OCHiIXKeHHsS - [OpPOXXHI OETOHM Ha OCHOBI
MiHEpaJIbHUX Ta OPTraHiuYHUX B'SKY4UX. MeTa poOOTH — PO3pOOKa HOBUX Ta YIOOCKOHAJIEHHS iCHYIOUMX METOZiB KOHTPO- JIIO SIKOCTI
Ta JIOCJIJPKEHHS BJIaCTUBOCTEN MiHEpaJbHUX Ta OPraHiYHUX BSDKYYMX, a Ta- KOX OETOHIB Ha iX OCHOBi. MeToiu HOCiIKEeHHS —
CTaHJAPTHI MeTOAM BUIPOOYBAaHHS BSDKYYMX Ta JOPO- JKHiX OETOHIB, PEOJIOTiYHi METOAM BU3HAYEHHS! MOZYJB NPYXHOCTI Ta

mopayiB nedop- marii achanpbTo6ETOHIB, METOJ, KOMITIOTEDHOT'O MOJIEJ/IIOBAHHS, CTATUCTUYHA 0OPOOKA Pe3yJIbTaTiB JOCTiI KEHHS.
Pedepar (aHrI)

CAST ASPHALT CONCRETE, POISSON'S RATIO, MODULUS DEFORMATIONS, DEPTH OF STAMP DEPRESSION, CEMENT
CONCRETE, MOOS HARDNESS SCALE, STRENGTH, CRUSH-MASTIC ASPHALT CONCRETE, STABILIZING ADDITIVE, SLIDING
RESISTANCE, CRACK RESISTANCE, ASPHALT CONCRETE, VIBRATORY STAND, MODULE ELASTICITY, FREQUENCY OF
OSCILLATIONS, FINITE ELEMENT METHOD, MINERALS, ROCKS, CHEMICAL COMPOUNDS AND ELEMENTS, ADHESION OF
BITUMEN TO MINERAL SURFACES, DURABILITY ASPHALT CONCRETE, ALTERNATE WETTING AND DRYING, FROST
RESISTANCE, LINEARITY OF DEFORMATION, MODULUS OF ELASTICITY, REPRODUCIBILITY, FRAGILE TEMPERATURE,
DISPERSION The object of the research is road concretes based on mineral and organic compounds binding The purpose of the
work is to develop new and improve existing methods of control quality and research of the properties of mineral and organic
binders, and but concrete on their basis. Research methods - standard methods of testing binders and of concrete, rheological
methods of determining the modulus of elasticity and modulus of deformation mations of asphalt concrete, computer modeling
method, statistical processing research results.

Inpexkc YIK: 691

Kopu Temarnynux pyopuxk HTI: 67.09
6. HaykoBo-TexHiyHa npoaykuis (HTII)

HTII 1

HazBa npoaykiiii (yKp): yIOCKOHaJIEHHS iCHYIOUMX METOJiB KOHTPOJIIO SIKOCTi Ta AOCJIi/IKEHHS BIaCTUBOCTEH MiHEpaJIbHUX Ta

OPraHivYHUX BSDKY4UX

HasBa mpoaykuii (anrJi): improvement of existing methods of control quality and research of the properties of mineral and
organic binders

OuikyBaHi pe3yJbTaTH: MeTOIUYHI JOKYMEHTH, AHAJITU4HI MaTepianu



T'anyss 3acrocyBaHHs: JlOCiIKeHHS i pO3pO6OKY B rajyy3i TEXHIYHUX HAYK

Onuc npozykuii (ykp): MeToyka BU3HA4€HHS MiHEPaJIbHUX CKJIA/IiB ripChKUX IOPif 32 iX KOJIbOPO- BUMU O3HAKaMHU JI03BOJISIE
3HAXOIUTHU Ta MiIPaX0BYBATU KiJIbKiCTb IEBHUX MiHEPaJIiB Ta TUM CaMUM BIIMBATH HA IiJIBUIIEHHS SIKICHOTO Min6ipy
MiHepaJbHUX KOMIIOHEHTIB ac(asbTOGETOHHUX CyMilllel 32 paXyHOK [IOCUJIEHHS iHTEHCUBHOCTI B3aeMOJii 6iTyMy 3 ripCbKUMU
MOPOJIaMH, 1[0 MAOTh BiIBUIICTh TEMHUX ITOJIBOBOLINATHUX MiHEPAJIiB, i TUM CAaMUM IIiIBUIUTH TOBrOBIiYHICTb

acdarbTO6ETOHHUX IIOKPUTTIB aBTOMOGIIbHUX TOPIir

ConjianbHO-eKOHOMIYHa cipsimoBaHicTh HTII: ExoHOMist MaTepiasniB, 3MeHIeHHs 3HOCY obsanHanHs, [linBuineHHs

NIPOAYKTUBHOCTI IIpaLi

Cragis 3aBepmenocti HTII: 3it o HIJKP
Buposagskenns HTII: BnposagkeHo

Crpoxku BrnpoBagykeHHs: 09.202208.2023
Bupo6nuk npoaykuii: XHATY

Cro>KuBayi NpoAyKIii:

IlepcrieKTHBHI pUHKHU:

IpaBa iHTeJIEKTYa/IbHOI BJIACHOCTI: 32 OTOBOpamMU

®opmu Ta ymoBH nepegaui npogykuii: CriiibHi HIJIKP
7. BiosiorpagiyHuii onuc

8. 3BiTHa JOKyMeHTaIis

KinpKicTh CTOPiHOK B 3BiTi: 74
Moga 3BiTy: YKpaiHCbKa

KinbkicTs ¢aiimis y 3BiTi: 1
9. 3aKJII0YHI BiOMOCTi

IlepeJiik 0Ci6O-BHKOHABIIiB

€dpemos Cepriit BceBosonosuy (K. T. H., JJOL1.)

InpiH SIpocnaB BikTopoBud (K. T. H.)

l'ankin AHzpiit Bonogumuposnd (K. T. H.)

Marnsp Bonogumup Bonogumuposud (K. T. H., AOL1.)
ITcropuuk Bonogumup Onekcanaposud (K. T. H., Tpod.)

Tonmauos Cepriii MukosaitoBud (4. T. H., Tpodecop)



KepiBHHK opraHi3ariii:
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KepiBHHKHU po6OTH:
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KepiBHuK Bigainy peectpanii HayKoBoi gisibpHOCTI
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