O6J1ikoBa kKapTka HIJIKP

Jep>kaBHuH 06s1ikoBHI HOMep: 0213U007535
Jep>kaBHuUM peecTpaniiinuii Homep: 0113U004738

Bigkpura

Iara peecrpamnii: 06-12-2013

1. ETaniy BUKOHAHHS

Homep eTtamy: 1

Hassa erany: [IpoBesieHHs BUIIPOOYBaHb 3 TPUOOCTINKOCTI IJIiBKM OJHOTO TUITY
IToyaToxk erany: 04-2013

3akinueHns eramy: 10-2013

Bup, 3BiTHOTO ZOKyMeHTa: OCTaTOYHUH 3BiT

2. BukoHaBeup

Hassa oprasnisanii: [HcTuTyT Mikpo6iosorii i Bipycosorii im. [I.K. 3a6onotHoro HAH Vkpainn
Kog, €/IPTIOY /ITTH: 05417087

MignopsaxoBanicTe: HallioHanbHA akazemis Hayk YKpaiHu

Agppeca: 03680, m. KuiB MCII, Bys1. 3a6os0THOTO, 154

Tenedon: 526-11-79

Tenedon: 526-23-79

E-mail: podgorsky@serv.imv.kiev.ua http:

WWW: www imv.kiev.ua

3. BnacHuk pesyabstaTtiB HIJKP (mpoayKiiii)

Hassa oprasisanii: [IIT OC "IentpCEITPO6ygmeTan"

Kog, €IPIIOY /ITIH: 30251613

Appeca: , M. Kuis, Kuis, 02125, Vkpaina

IlignopsakoBaHicTk: MiHicTepcTBO Gy/iBHUIITBA, aPXITEKTYpH Ta SKUTIOBO-KOMYHAJIBHOTO TOCIIOAAPCTBA YKpaiHu
Tenedon: +38 044 531 93 13

Inme: +38 044 53193 13

4. JI>kepeJia Ta HanpsiMu piHaHCYBaHHSA

IlizcraBa oJj1a mpoBeAeHHs PoOOiT: 52 - TOTOBIp 3 BiTYM3HIHOIO OpraHisaljieio (opranamu Micuesoi pagu, GoHAOM, acoljaliero,
KOHILIEPHOM TO1IIO)

KIIKBK:

Hampsam ¢inancyBaHHs: 2.2 - IPUKJIATHI JOCIiAXKEHHS i pO3pOOKU

J>kepesa piHaHCYBaHHS



IkepeJio diHaHCyBaHHS: 7722 - KOLITY IiMIPHUEMCTB, YCTAHOB, OpraHi3auiil YkpaiHu

dakTuunmii o6csr pinaHcyBaHHs 3a 3BiTHMH eTam: 9.96 TuC. TPH.
5. HaykoBo-TexHiYHa po6oTa

Hasga po6oTH (YKp)

IIpoBeneHHs BUITPOOYBAaHb 3 TPUGOCTINKOCTI TJIiBKY OJJHOTO TUITY

Haspa po6oTH (aHrJ1)

Carring out tests for the resistance to action of microscopic fungi of the film of one type

Pedepar (yxp)

[IpoBeieHO BUNPOOYBAHHS 3i CTIKOCTI 0 BIJIMBY MiKPOCKOMNIYHMUX IPUOIB JOCIIHOTO 3pa3Ky IUJIiBKM OJHOTO THUILY, BilMOBiIHO

o I'OCT 9.048-89 (meTop, 2). HamaHo BUCHOBOK MIOJ0 CTiMKOCTI JOCTiI)KEHNX 3Pa3KiB 40 YPaXKeHHS IIiCeHeBUMU rpudamMu
Pedepar (aHrI)

The resistance to action of microscopic fungi of prototype of the film of one type had been investigated in accordance to GOST
9.048-89 (method 2). It was given the conclusion about resistance to the effects of mold of tested samples
Ingexc YIK: 579.66, 678.743:620.193.8:582.28

Kozu temarnunux pyopuk HTI: 34.27.39
6. HaykoBo-TexHiyHa npoaykuis (HTII)

HTII 1

Ha3sBa npoaykuii (yKp): BriiuB MikpockomniyHuX rpubiB Ha 3pa3oK ITiBKY OGHOTO TUITY; aHi peKOMeHallii 0710 BIOCKOHANIEHHS

CTIMKOCTI 3pa3Ka 10 ypakeHHsI MiKpOCKOIIIYHUMHU Tpubamu

Hassa npoaykuii (aurJi): The resistance of the sample of the film of one type to microscopic fungi action; were made the

recommendations for of sample resistance improvement to microscopic fungi action
OuikyBaHi pe3yJbTaTy: [10osinmeHHs SKOCTi MPOAyKIi
Tamysp 3aCTOCYBaHHS: €KOJIOTisI

Onuc npozykuii (ykp): Bunnpo6yBaHa CTifiKiCTb 3pa3Ky IJIiBKM OGHOTO TUITY /10 BIJINBY MiKpOCKOMIYHUX rpubiB. HagaHi

pexoMeHalii o0 BAOCKOHAJIEHHSI CTIMIKOCTI 3pa3Ky /10 BILIMBY MiKpPOCKOIIYHUX IpubiB

ConjianbHO-eKOHOMIYHa cipsimoBaHicTs HTII:

Crapgis 3aBepmenocti HTII: JlocinHuit 3pa3ok

Bruposaaskenns HTII: BuposamxeHo

Crpoku BrpoBagskeHHs: 2014 p.

Bupo6nuk npoaykuii: IMB HAHY

CnosxuBayi npoaykuii: JlepxkaBHe MiANpreMcTBO "HaykoBO-TeXHIYHUI LIEHTP OLiHKU BiANoBigHOCTI y 6yaiBHuLTBI "BYIIIEHTP"
IlepcrieKTHBHI pUHKHU: PYHKY YKpaiHu Ta kpain CHI'

IIpaBa iHTeeKTyasIbHOI BJIACHOCTI: 32 JOrOBOpaMu

®opmu Ta yMOBH nepegadi NpoAyKIii: epegaya 3aMOBHUKY

7. Bi6sriorpagiyHuii onuc



8. 3BiTHa JOKyMeHTaList

KinbKicTh CTOPiHOK B 3BiTi: 5

Mosga 3BiTy: YKpaiHCbKa

YmoBHu nomupeHHs B YKpaiHi: He 3a60poHeHO
YMmoBu nepegadi inmum Kpainam: He 3a60poHeHO

KinpkicTs daiinis y 3BiTi: 1
9. 3aKJII0YHI BiLOMOCTi

IlepeJiik 0Ci6O-BHKOHABIIiB
Hakoneyna JI.T.
Cy66oTta A.T.

Yyenko AL

KepiBHHK opraHisamii:
[Minropcekuii Banentun CrenaHoBUY
KepiBHUKH po6oTH:

Cy660Ta AHTOHIHA ['eopriiBHa

KepiBHHEK Bigginy peectpanii HaykoBoi gigabHOCTI

IOpyenko T.A.
YxpIHTEI




