O6J1ikoBa kKapTka HIJIKP

Jep>kaBHuMH 061ikoBHI HOMep: 0207U008824
Dep>kaBHuUMH peecrpaniiinuii Homep: 0107U006983

Bigkpura

Dara peecrpaunii: 21-12-2007

1. ETaniy BUKOHAHHS

Homep eTtamy: 1

Hassa eramy: Po3po6ka MeTOiB TPOrHO3yBaHHS PECYPCY i iIMOBIpHOCTI pyiiHyBaHHSI BiIlIOBiIaIbHUX €JIEMEHTIB MeTalypriliHOro

oby1agHaHHS
ITowaToxk eramy: 07-2007
3akinueHHs eramy: 12-2007

Bup, 3BiTHOTO ZOKyMeHTa: OCTaTOYHUH 3BiT

2. BukoHaBeupb

Ha3sBa opranisanii: TepHONiIbChKUI Iep>KaBHUN TEXHIYHUI yHiBepcuTeT iMeHi IBana [Tysmos
Koz €IPIIOY /IITH: 05408102

MigmopsaxoBaHicTh: MiHiCTEpCTBO OCBITU i HAyKu YKpaiHu

Appeca: 46001, Vkpaina, TepHonisb, Bys1. Pycbka, 56

Tenedon: (0352)253509

Inme: (0352)254983

3. BnacHuk peayabtatiB HIJKP (mpoaykirii)

Hassa oprani3sanii: MiHicTepcTBo oCBiTH i Hayku YKpaiHu
Koz €PIIOY /IITH: 00027677

Agnpeca: 03135, m. KuiB, npocrniext [Tepemorn, 10
IlizgmopsakoBaHicTh: KabiHeT MiHicTpiB

Tenedon: (044) 2463929

E-mail: mail@dffd.gov.ua

4. JI>kepeJia Ta HanpsimMu piHaHCYBaHHA

IligcraBa aJj1s npoBeAeHHs PooiT: 34 - HOroBip (3aMOBJIEHHS) 3 LIEHTPAJIbHUM OPTaHOM BMKOHABYO] BIa1, aKaZieMi€io HayK

(roJ1I0BHMMU PO3MOPSIAHUKAMU OI0IKETHUX KOIITIB Ha TpoBeaeHHs HIIKP)
KIIKBK:

Hanpsm ¢inancyBaHHs:

J>kepesia piHaHCYBaHHS

5. HaykoBo-TexHi4YHa poooTa



Hasga po6oTH (YKp)

Po3pobka MeTo[1iB IPOrHO3yBaHHS PeCypCy i iMOBIPHOCTI pyliHyBaHHS BiJ[IOBia/IbHUAX €JIEMEHTIB METaTypPriiHOTO 0618 fHAHHS
Ha3zBa po6oTu (aHrJI)

Development of resource methods prediction and fracture probable of metallurgical equipment responsible elements

Pedepar (yxp)

3arponoHOBaHO METOJ, aBTOMATU30BaHOI OLIIHKM Ta MPOTHO3YBAaHHS IOLIKOIXEHOCTI MOBEPXHi posrka MBJI3 CiTKOI BTOMHUX

TPIlllMH, OCHOBAaHUI HA YMCEJILHOMY aHaJi3i OpieHTalii TpilllMH Ta BU3HAYEHHS NUTOMOI Baru IOl pO3TPiCKyBaHHS (CyKyIHOCTI

TPilMH).
Pedepar (aHrI)

It was offered the method of the estimation and prediction of damage of the CCM roller surface by the net of cracks, which
based on the numerical analysis of orientation of the surface cracks and analysis of the accumulated damage by the net of cracks.

Ingexkc YIK: 621.002.3:669.13, 620.178.3

Kopgu Temarnunux pyopuk HTI: 55.09.29
6. HaykoBo-TexHiyHa npoaykuis (HTII)
7. Bi6sriorpagiyHuii onuc

8. 3BiTHa JOKyMeHTaNist

KinbKicTh CTOPiHOK B 3BiTi: 83
Mosga 3BiTy: YKpaiHCbKa

KinpkicTs ¢aiisiB y 3BiTi: 0
9. 3aKJII0YHIi BiLOMOCTI

IlepeJiik opraHisaniifi-crliBBUKOHAaBIIiB

Hassa oprasi3sanii: [HcTUTYT Tpo6siem miniHocTi iMeHi I'.C. TTucapenka HAH Ykpainu
Kog €IPTIOY /IITH: 05417319
Agppeca: Bys. TimipsizeBcbKa 2

IlizmopsAKOBaHICTh:



KepiBHHK opraHi3ariii:
Scniit Ilerpo Bonogumuposuy
KepiBHHKHU po6OTH:

SlcHiit [leTrpo Bomogumuposud (g, T. H., Tpodecop)

KepiBHuK Bigainy peectpanii HayKoBoi gisibpHOCTI
YxpIHTEI

IOpuenko T.A.



