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5. HaykoBo-TexHi4Ha podoTa



Hasga po6oTH (YKp)

®ynk1ioHasni30BaHi ojiroeTepy Ta NoJIiMEPHI KOMIIO3UTH Ha iX OCHOBI

Ha3zBa po6oTu (aHrJI)

Functional oligoeters and polymers composits on the base of them

Pedepar (yxp)

Po3pobsnieni meromy opepKaHHS i [OCTIIKEHHsS BJIACTUBOCTEH pPeakUiMHO3JAaTHUX MOJiQYHKIiOHATIBHUX OJIiroeTepis i
CIIOPiIHEHUX HMUM CIOJIYK 3a7aHOi MOJIEKYJISIPHOI apXiTeKTypy Ta MOJiMEPHUX KOMIIO3UTIB Pi3HOTO MPU3HAYEHHS Ha iX OCHOBI.
Po3pob6seHi ciocobu cuHTe3dy ¢yHKIioHanmi30BaHUX amdipinbHUX CIONYK OJIIrOMEPHOro TUIY (ETEPHUX, ECTEPHUX, aMifHUX,
ypeTaHOBUX, KPEMHIMOPraHiyHuX) JiHifHOi, po3ranyKeHoi, rinepposranyxkeHoi i 3ipkornoai6Hoi 6ynoBu. BcraHOBIEeHUH 3B'130K
MDK XiMiYHOI0 OYyZOBOIO i BJIACTUBOCTSIMM CHUHTE30BAaHMX CIONyK. Po3pobsieHi meTtogu Mmopudikauii pisHMX [OBEpPXHEN
CHUHTE30BaHUMMU CIIOJIyKaMU. Po3po6iieHi mIsxiB CTBOPEHHS Ha 6a3i CUHTE30BaHUX CIIOJYK IIJIIBKOTBIPHUX OpraHO-HEOPraHiYHUX

HAHOKOMIIO3UTHUX CUCTEM,
Pedepar (aHrI)

The methods of obtaining and investigation of the properties of functionaliesed oligoethers and polymer composites on the base
of them were developed. Compounds of different molecular architecture- linear, branched, hyperbranched, star structure were
synthesiesed. The independence between the structure and properties of obtained compounds was investigated. The methods
of obtaining of film organo-inorganic nanocomposites were developed5635
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