O6J1ikoBa kKapTka HIJIKP

Jep>kaBHuMH 061ikoBHI HOMep: 0308U001022
Jep>kaBHuUH peecTpanifinuii Homep: 0106U006391

Bigkpura

Iara peecrpamnii: 12-01-2008

1. ETaniy BUKOHAHHS

Homep etany: 2

HasBa eTamy: Brinus CTPYKTYPHUX IIEPETBOPEHD Ta ITOJIAPUTOHHOIO IOTJIMHAHHSA Ha OTITUYHI XapaKTeEPUCTUKU ,HOC]Ii,H)KyBaHI/IX

1IapiB i HeJIiHIHI ONITUYHI BJIACTUBOCTI KepaMik Ha ocHOBI TiN
ITowaToxk eramy: 01-2007
3akinueHHs eramy: 12-2007

Bup, 3BiTHOTO JOKyMeHTa: bes 3BiTy

2. BukoHaBeupb

Hassa oprasnisanii: KuiBcbkuil HarjioHanbpHMI yHiBepcuTteT iMeHi Tapaca llleBueHka
Kom €IPTIOY /IIIH: 02070944

MignopsaxoBanicTe: KabiHeT MiHiCTpiB

Appeca: 01033, m. Kuis, ByJ1. Bosiogumupceka, 64

Tenedon: (044) 521-32-05

Inme:

3. BnacHuk peayabtatiB HIJKP (mpoaykirii)

Hassa oprani3sanii: KuiBcbkuit HaljioHanbHUI YHiBepcuteT imeHi Tapaca IlleBuenka
Kog, €IPTIOY /ITIH: 02070944

Agppeca: 01033, m. Kuis, Bys1. Bonogumupceka, 64

IlizgnmopsakoBaHicTe: MiHicTepcTBO OCBiTH i HayKu YKpaiHu

Tenedon: (044) 521-32-05

E-mail: ndch@univ .kiev.ua

4. JI>kepeJia Ta HanpsimMu piHaHCYBaHHA

IligcraBa aJj1s npoBeAeHHs PooiT: 34 - HOroBip (3aMOBJIEHHS) 3 LIEHTPAJIbHUM OPTaHOM BMKOHABYO] BIa1, aKaZieMi€io HayK

(roJ1I0BHMMU PO3MOPSIAHUKAMU OI0IKETHUX KOIITIB Ha TpoBeaeHHs HIIKP)
KIIKBK:

Hanpsm ¢inancyBaHHs:

J>kepesia piHaHCYBaHHS

5. HaykoBo-TexHi4YHa poooTa



Hasga po6oTH (YKp)

OnTryYHi Ta MarHiTOONTHUYHI BJIACTUBOCTI IOBEPXHEBUX LIAPiB Ta IJ1iBOK 3 Pi3HUM TUIIOM IIPOBIIHOCTI

Ha3zBa po6oTu (aHrJI)

Optical and magnitooptical properties of surface layers and films with different kinds of conductivity

Pedepar (yxp)

BcTaHOBIIEHO 3a7IEXKHICTh ONTHYHUX Ta €J1IEKTPOHHUX BJIACTUBOCTEH CILIABiB HA OCHOBI 3-d NepexifHuX MeTasiB B aMOppHOMY Ta
KPUCTAJTIYHOMY CTaHax, Bifl CTPYKTYPHUX II€PETBOPEHb. BU3HAUeHi ONTMMAaJsbHI JOBXMWHU XBWJIb AJs IUIBOK Ag, Au, Al ta Cu
pi3HOi TOBIIMHU [JI1 CTBOPEHHS CEHCOPIiB MajMX MOJIEKYJSIPHUX 3a6pyAHeHb. JJOCHiIKeHO HesiHiliHe BifmbuBaHHS J1a3epHOTO
BUIIPOMIHIOBaHHS 3 Pi3HMMM [OOBXMHaMU XBWJIb Bif] IIOBEPxXHi 3paskiB kepamiunux marepianiB Ha ocHOBi TiN. JlocaimxeHo

isnyHi MexaHi3MU 3MiHU KOJIbOPY CUJIBHO MOTJIMHAIOYMX 06'eKTiB. JlaHa iHTepIpeTallis BIJIMBY MOJIIPUTOHIB Ha KOJIp MeTalliB
Pedepar (aHrI)

Dependencies of the optical and electronic properties of alloys on base of 3-d transition metals with amorphous and crystal
structure on structure transformations are determined. The optimal wavelengths for Ag, Au, Al and Cu films with different
thicknesses for sensor of little molecular pollution are determined. Nonlinear reflection of laser radiation with different
wavelengths from surfaces of ceramic materials on base of TiN was investigated. Physical mechanisms of change of color of high
absorbing objects are investigated. Influence of polaritons on color of metals is explained

Inpexc YIK: 53.082.5, 53.082.5;535.343,2;535.2;530.182

Kozu temarnynux pyopuk HTI: 29.03.31
6. HaykoBo-TexHiyHa npoaykuis (HTII)

7. Biosriorpagiunuii onuc

5490

8. 3BiTHa JOKyMEHTaIis

PoboTa BUKOHYeThCS 6€3 3BiTy

9. 3aKkJII0YHI BiZOMOCTI

KepiBHHK opraHi3ariii:
3akycuio Ozner KajeHuKoBu4
KepiBHHKH pO6OTH:

[NTonepenko JleoHin Bonogumuposuy

KepiBHuK Bigainy peectpanii HaykoBoi gisipHOCTI

IOpyenko T.A.
VxpIHTEI




