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1. ETaniy BUKOHAHHS

Homep eTtamy: 1

Hassa eramny: JloCiIpKeHHS KOMILIEKCY Qi3MKO-MeXaHIYHUX BJIAaCTUBOCTEN HAHOCTPYKTYPHUX MaTepiasiB i pO3BUTOK METO/IB iX

OJlep>KaHHsI Ta HAHOTECTyBaHHS
IToyaTok etamy: 01-2005
3akinueHHs eramy: 09-2008

Bup, 3BiTHOTO ZOKyMeHTa: OCTaTOYHUH 3BiT

2. BukoHaBeupb

HasBa opranisanii: [HCTUTYT HagTBepuX MaTepiaiis iM. B. M. Bakyss
Kog, €IPIIOY /IIIH: 05417377

IlignopsakoBaHicTk: HanioHanbHa akafieMis HayK YKpaiHu

Appeca: 04074, YkpaiHa, KuiB, ByJl. ABT03aBOLCBKa, 2

Tenedon: 044-430-8500

Inme: 044-430-8500

3. BnacHuk peayabtatiB HIJKP (mpoaykirii)

Hassa opranisanii: HanioHanbHa akaeMis HayK YKpaiHu
Kopg, €IPIIOY /IITH: 00019270
Appeca: 01601, m.Kuis-01, Bys1. Boogumupcska, 54

IlizgnopsakoBaHicTk: HanioHanbHa akafeMis HayK YKpaiHu

4. JI>)kepesia Ta HanpsiMu piHaHCYBaHHA

IligcraBa a1 npoBeAeHHs PooiT: 34 - HOroBip (3aMOBJIEHHS) 3 LIEHTPaJIbHUM OPTaHOM BMKOHABUO] BJIa[i1, aKaZleMiero HayK

(ros10BHMMU PO3NOPSIAHMKAMU OI0TKETHUX KOIITIB Ha poBeaeHHs HIIKP)
KIIKBK:

Hampsm ¢piHaHCcyBaHHS:

J>kepesia piHaHCYBaHHS
5. HaykoBo-TexHi4Ha poooTa

HasBa po6oTH (YKp)



JocnimkeHHs KOMIIIEKCY (Pi3NKO-MEXaHiYHUX BIACTUBOCTEN HAaHOCTPYKTYPHUX MaTepiaiB i pO3BUTOK METO/IB iX oflep>KaHHS Ta
HaHOTECTyBaHHSA

Ha3zBa po6oTu (aHrJI)

Research of a physicomechanical properties complex of nanostructure materials and development of their obtaining and
nanotesting methods

Pedepar (yxp)

BukoHaHe KOMIUIEKCHE MOOCTiIXeHHS! (Pi3UKO-MEXaHIYHUX BJIACTUBOCTE HAHOCTPYKTYPHUX B3HOCOCTIMKMX TIOKPUTTIB i
MarepiasiB iHCTpyMeHTaIbHOTO NMpU3HaYeHHs. CTBOPEHO HOBi METOAMKM MEXaHI{YHOrO HAHOTECTYBaHHs MaTepiasniB. Po3pobyieHo
KOMIUIEKCHY ME€TOJAMKY HaHomopaudikalii moBepxHi marepianiB 3 BUKOPHUCTAaHHSIM HaMiBIPOBiIHUKOBOIO aJIMa3HOro BiCTps 3

3aJJaHVMMU BJIACTUBOCTSIMU.
Pedepar (anr)

Complex investigations of physical and mechanical properties of wear-resistant coatings and instrumental materials as well as
new procedures of mechanical nanotesting were developed. The procedure of material surface nanomodification using
semiconducting diamond point with predetermined properties was designed .

Inpexc YIK: 621.3, 620.178.152.22.05:620.178.152.342.05

Kopu TemarnuHux pyopux HTI: 45.01
6. HaykoBo-TexHiyHa npoaykuis (HTII)

7. Bi6siorpagiyHuii onuc

55 my6sikaniin5490

8. 3BiTHa JOKyMeHTalis

KinpKicTb cTOpiHOK B 3BiTi: 193
Mosga 3BiTy: YKpaiHCbKa

KinekicTs ¢aiisis y 3BiTi: 0
9. 3aKkJII0YHI BiZOMOCTI

KepiBHHK opraHi3arrii:
HogikoB MukoJia BacunboBuy
KepiBHHKHU po6OTH:

HosgikoB Mukona Bacunbosud; 2.I1pixHa Tetana OnekciiBHa
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