O6J1ikoBa kKapTka HIJIKP

Jep>kaBHuUM 061ikoBHi HOMep: 0306U008197
Jep>kaBHuUMH peecrpaniiinmii Homep: 0106U001828

Bigkpura

Dara peecrpaunii: 23-10-2006

1. ETaniy BUKOHAHHS

Homep eTtamy: 1

Hasga eramny: 371iliCHEHHS] HQyKOBO-TEXHOJIOT{YHOTO CYIIPOBO/y Ta BiANpalloBaHHSs TEXHOJIOTII TPUTOTyBaHHs OiTyMiB
MOAU(IKOBaHNUX KaTIOHHMMU NTOBEPXHEBO-aKTMBHMMH PEYOBUHAMY Ta MOJIiIMEPAMU KJIaCy TEPMOEJIACTOIIIACTIB i

acanbTO6ETOHHUX CyMillell Ha ix OCHOBI y BUPOOHMYMX yMoBax BAT "XapkiBmsaxoyn"
IToyaTok etamy: 11-2005
3akinueHHs etany: 10-2006

Bup 3BiTHoOro mokymeHTa: be3 3BiTy

2. BukoHnaBsenp

HasBa opranisanii: XapkiBCbKuil HalliOHaJIbBHUI aBTOMOGIJIbHO-AOPOKHIH YHIBEpCUTET
Kogm, €IPTIOY /ITIH: 02071168

MigmopsaxoBaHicTh: MiHiCTEpCTBO OCBITU i HAyKu YKpaiHu

Appeca: By1. SIpocnaBa Mypporo, 25, M. Xapkis, 61002

Tenedon: (057)700-38-76

Inme: (057)700-38-76

3. BnacHuk peayabtartiB HIJKP (mpoaykirii)

Hassa opranizanii: BAT "XapkiBuusaxoyz"
Kog, €IPIIOY /ITIH: 03450502
Appeca: 61202, M. XapkiB, ByJl. AxcapoBa,2

IligmopsAKOBaHICTB:

4. I>)kepesia Ta HanpsiMu piHaHCYBaHHA

IlincraBa aJ1st IpoBeAeHHsI pooiT: 52 - MOroBip 3 BITYN3HSIHOIO OpraHisanieio (opranamu micresoi pagu, GoHIoM, acolialiiero,
KOHIIEPHOM TOLIO)

KITKBK:

Hampsim ¢piHaHCyBaHHS:

J>kepesia piHaHCYBaHHS

5. HaykoBo-TexHi4Ha poooTa

HasBa po6oTH (YKp)



3miliCHEHHSI HayKOBO-TEXHOJIOTiYHOrO CYIMpPOBOAY Ta BiANpalOBaHHS TEXHOJIOTii MPUrOTyBaHHS OiTyMiB MOIM(iKOBaHUX
KaTiOHHMMH [TIOBEPXHEBO-aKTMBHMMU PE€YOBMHAMU Ta NMOJIIMEPAMU KJIaCy TEPMOEJACTOIACTIB i ac(asbTOOETOHHUX CyMillel Ha

iX OCHOBi y BUpoOHNYMX YyMOBax BAT "XapkiBmuisaxoyn"

Ha3zBa po6oTH (aHrJI)

Realization of scientific - technological support and working off of technology of preparation of bitumens modified by cation
surface-active substances and polymers of a class thermoelastolayers and asphalt concrete mixes on their basis under
production conditions "Kharkovdorctroj"

Pedepar (yxp)

JocnimkeHo TeMIlepaTypHi pexXkumi o6'efHaHHS 3 6iTymMamy NOJiMepiB Ta MOBEPXHEBO-aKTUBHUX PEYOBIiH Pi3HUX BUPOOHUKIB.
JocnimkeHo BracTUBOCTI MoAM(ikoBaHUX GIiTyMiB Ta TepMOCTabibHOCTI 106aBOK y ix ckiagi. [[poBefeHO aHasli3 y3arajbHEHHs

OTPUMAaHMX Pe3y/bTaTiB. KOHTPOIb 4KOCTi BUITYyLIEHOI MPOAYKIi.
Pedepar (anr)

Temperature modes of the polymers incorporated with bitumens and surface-active substances of different manufacturers are
investigated. Properties of the modified bitumens and thermal stability of additives in their structure are investigated. The
analysis and generalization of the received results is lead. Quality assurance of let out production.5635

Inpexc YIK: 625.712; 625.4;625.45;625.46, 625.7/8

Kozau tremaruynux pyopux HTI: 73.43.11
6. HaykoBo-TexHiyHa npoaykuis (HTII)
7. Bi6siorpagiyHuii onuc

8. 3BiTHa JOKyMEHTaIis

Po6oTa BUKOHYeThCS 6€3 3BiTy

9. 3aKJII0YHI BiTOMOCTI

KepiBHHK opraHi3ariii:
Boromonos Bikrop Onekcannposud (1. T. H., Ipodecop)
KepiBHHKH pO6OTH:

Kpanrok Banepiit Kysbmiy

KepiBHuK Bigainy peectpanii HayKoBoi gisibpHOCTI

IOpyenko T.A.
VYxpIHTEI




