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1. ETaniy BUKOHAHHS

Homep eTtamy: 1

Hassa erany: [IpoBenieHHs BUIIPOOYyBaHsb 3 rpubocTiiikocti 3a metogom 2 'OCT 9.049-913pa3ka 30BHIIIHBOTO aHTUKOPO3itHOTO
MOKPUTTSI (B MOJAJIBIIOMY 3Pa30K IIOKPUTTSI) HAPTONPOBiAHMX TPpy6 BUpo6HULTBa [TAT XT3

IToyaTok etamy: 05-2012
3akiHueHHs eTamy: 12-2012

Bup, 3BiTHOTO ZOKyMeHTa: OCTaTOYHUH 3BiT

2. BukoHaBeupb

HasBa oprasnisanii: [HcTUTyT Mikpo6iosorii i Bipycosorii im. [I.K. 3a6onorHoro HAH Vkpainn
Kog, €IPIIOY /ITIH: 05417087

IlignopsakoBaHicTk: HanioHanbHa akafieMis HayK YKpaiHu

Agppeca: 03680, m. KuiB MCII, Bys1. 3a60s10THOTO, 154

Tenedon: 526-11-79

Tenedon: 526-23-79

E-mail: podgorsky@serv.imv.kiev.ua http:

WWW: www imv.kiev.ua

3. Bnacuuk peayabtatiB HIJIKP (nmpoayKiiii)

Hassa oprasnisanii: BAT "Xapuuspkuil TpyOGHMiT 3aB0A"

Koz €IPIIOY /IITH: 00191135

Appeca: 86703, m.Xapuu3sek, Bys.IlaToHa, 9

MigmopsaxoBaHicTh: [lepKaBHUI KOMITET IPOMUCIIOBOI NOJITUKY YKpaiHK
Tenedon: (6257) 42168, 70301,70320

E-mail: marketing@ukrpipe.com.ua

4. JI>xkepeJia Ta HanpsiMu piHaHCYBaHHSA

IlizcraBa o1 mpoBeAeHHs PoOiT: 52 - TOTOBIp 3 BiTYM3HSIHOIO OpraHisalieio (opranamu Micuesoi pagu, GoHAOM, acoljaliero,
KOHILIEPHOM TOIIIO)

KIIKBK:

Hampsam ¢inancyBaHHs: 2.2 - IPUKJIATHI JOCIiIKEHHS i pO3p0oOKU

J>kepesia piHaHCYBaHHS



IkepeJio diHaHCyBaHHS: 7722 - KOLITY IiMIPHUEMCTB, YCTAHOB, OpraHi3auiil YkpaiHu

dakTuunnii o6csr pinaHcyBaHHs 3a 3BiTHMIH eTam: 11.976 THC. IpH.
5. HaykoBo-TexHiYHa po6oTa

Hasga po6oTH (YKp)

[IpoBeneHHs BUNpPOOyBaHb 3 rpubocTiikocTi 32 MeTonom 2 T'OCT 9.049-91 3paska 30BHIIIHBOrO aHTUKOPO3iIHOTO MOKPUTTS (B

MO1aJIbIIIOMY 3Pa30K IIOKPUTTSI) HAPTOIPOBOHUX TPYO BupoOHuLTBa [TAT XT3

Ha3sBa po6oTH (aHrJ1)

The test of resistance to microscopic fungi in accordance with GOST 9.049-91 (method 2) of the sample external corrosion
coating (further a model of coating) oil pipes production of PAT "HTZ" was conducted

Pedepar (ykp)

[IpoBeieHO BUNPOOYBAHHS 3i CTIIKOCTI O BIIMBY MiKPOCKOMIYHUX IpubiB JOCIIIHOTO 3pa3Ky MOKPUTTS HA(TONPOBIIHUX TPYO
BignosigHo mo 'OCT 9.048-89 (Metog, 2). HamaHo BUCHOBOK LIONO CTIMIKOCTI JOCHIIKEHOTO 3pa3Ky OO0 ypakeHHs IJIiCEHEeBUMU

rpubamu
Pedepar (aHrI)

The resistance to action of microscopic fungi accordance with GOST 9.048-89 (method 2) of sample external corrosion coating
oil pipes was conducted. It was given the conclusion about resistance to the effects of mold of tested samples
Ingexc YIK: 579.66, [678.742.2:656.56]:620.192.8:582.28

Kozau tremarnunux pyopuk HTI: 34.27.39
6. HaykoBo-TexHiyHa npoayKkuis (HTII)

HTII 1

HasBa npoaykuii (yKp): BrisiuB MiKpoCKONiYHUX I'PUOiB HA 3pa30K aHTUKOPO3iHOTo MOKPUTTSI HAPTONPOBIHMX TPYO; JaHi

peKomeHalii moA0 BAOCKOHANEHHS CTiMKOCTI 3pa3Ka 10 ypaXkKeHHSI MiKpOCKOIIIYHMMHU Ipubamu

Hassa npoaykii (aurui): The resistance of the sample external corrosion coating oil pipes to microscopic fungi action; were

made the recommendations for of sample resistance improvement to microscopic fungi action
OuikyBaHi pe3yJIbTaTH: 3MEHIIEHHS 3HOCY 06JIa/IHAaHHSI, TIOJINIIEHHSI CTaHy LOBKiJUIS
Tamysp 3aCTOCYBaHHSI: €KOJIOTisI

Onuc npozykuii (ykp): Bunpo6yBaHa CTifiKiCTh 3pa3Ky aHTUKOPO3iIHOTO ITOKPUTTsI HATONPOBITHUX TPYO A0 BIJIUBY

MiKpockorniyHux rpu6is. HajaHi pekoMeHalii o0 BOCKOHAJIEHHS! CTIKOCTI 3pa3Ky [0 BIINBY MiKPOCKOIIYHUX I'pU6iB
ComiasbHO-eKOHOMIYHa crpsimoBaHicTs HTII:

Crapgis 3aBepmenocti HTII: JlocigHuii 3pa3ok

Bruposagskenns HTII: BnposagxeHo

Crpoku BrpoBagsKeHHs: 2013 p.

Bupo6Huk npoaykuii: IMB HAHY

CnosxkuBayi npoaykuii: ITy6siuHe akiioHepHe TOBapUCTBO "XapLUu3bKUi TPyOHUMII 3aBO]"

IlepcrieKTHBHI pUHKHU: PUHKY YKpaiHu Ta kpain CHI'

IIpaBa iHTeeKTyasIbHOI BJIACHOCTI: 32 JOroBOpamMu

®opmu Ta yMmoBH nepepgadi npogykuii: [HBecTuii



7. Biosriorpagiunuii onuc

8. 3BiTHa JOKyMEeHTaIis

KisbKicTh CTOPiHOK B 3BiTi: 6
Moga 3BiTy: Pociiicbka

KinpkicTs daitmis y 3BiTi: 1
9. 3aKJII0YHI BiLOMOCTi

IlepeJiik 0ci6O-BHKOHABIIiB
Kypyenko .M.

Hakoneuna JL.T.

Cy66oTta A.T.

Yyenko AL

KepiBHHK opraHisamii:
[Minropcekuit Banentun CrenaHoBUY
KepiBHHKH po6OTH:

Cy660Ta AHTOHIHA ['eopriiBHa

KepiBHUK Bigainy peectpanii HayKoBoi AisgibHOCTi

IOpyenko T.A.
YxpIHTEI




