Peectpaninina kaptka HIJIKP

Jep>kaBHUMH peecTparniiinuii Homep: 0124U000336
Bigkpura

Iara peecrpamnii: 16-01-2024

CraTtyc BUKOHABIS: 17 - TOJIOBHUI BUKOHABELb

1. BarasibHi BigoMmocTi

IligcraBa a1 NpoBeAeHHs POOiT: 43 - BacHa iHilliaTUBa (SIKIIO po60Ta BUKOHYETHCS 3 BJIACHOI iHilliaTMBY 3a KOIUTU BUKOHABLISI

HJIIP a60 6€3KOLITOBHO)
KIIKBK:

Hampsm ¢inancyBanHs: 2.1 - pyHIaMeHTasbHI JOCTIIKEHHS

J>kepesia piHaHCYBaHHS

7706 - 6e3MmJIaTHO (ZOTOBip PO HAyKOBO-TEXHIYHE CIiBPOOGITHHIITBO, TOLLO)
3aranbsHuH 06csr pinaHcyBaHHs (THC. rpH.): 0.000

Y Tomy 4mcJli o pokax (THC. TpH.):

Pik dinancyBaHHs

2. 3aMOBHHK

HasBa oprawnisanii: HixkuHcbkuil fepskaBHUN yHiBepcuTeT iMeHi Mukosu [oross

Koz €PIIOY /IITH: 02125668

Appeca: Bys1. I'padcebka, 6yz. 2, M. HibkuH, HiXuHCbKUH p-H., UepHiriBcbKa 0611, 16602, YkpaiHa
ITignopsiaxoBaHicTh: MiHiCTEpCTBO OCBITHU i HayKu YKpaiHu

Tenedon: 380463171476

Tenedon: 380463171967

E-mail: ndu@ndu.edu.ua

WWW: http: / /www.ndu.edu.ua/

3. BuxkoHaBenp

HasBa oprawnisanii: HixkuHcbkuil epskaBHUAN yHiBepcuTeT iMeHi Mukosu [oross

Koz €PIIOY /IITH: 02125668

ITignopsiaKoBaHicTh: MiHicTepCTBO OCBITH i HayKu YKpaiHu

Appeca: Bys1. I'padceeka, 6yz. 2, M. HibkuH, HixkuHCbKUH p-H., UepHiriBcbKa 0611, 16602, YkpaiHa
Tenedon: 380463171476

Tenedon: 380463171967

E-mail: ndu@ndu.edu.ua

WWW: http: / /www.ndu.edu.ua/



4. CiBBUKOHaBEIlb

5. HaykoBo-TexHiYHa po6oTa

Hasga po6oTH (YKp)

JocnimkeHHs kepaMiku okcugiB metanis (ZnO, MgO, CdO Ta iH.) Ta TBEPAUX PO34YMHIB Ha iX OCHOBi MeTomamu Y criekTpockormii

Ha3zBa po6oTu (aHrJ1)

Investigation of ceramics of metal oxides (ZnO, MgO, CdO, etc.) and solid solutions based on them by IR spectroscopy methods

Merta po6oTH (YKp)

3'sicyBaHHSI MeXaHi3MiB (POpMyBaHHS TBEPAUX PO3YMHIB OKCHUJIiB METaJIiB, BUXi[IHI KOMIIOHEHTH SIKHUX MalOThb OJIHAKOBi abo pi3Hi

KPUCTaJIiYHi I'PaTKY, Ta CTPYKTYPHOI TpaHcdopmalii B mporieci GopMyBaHHS TBEPOTO PO3YMHY.

Merta po6oTH (aHrJI)

Elucidation of the mechanisms of formation of solid solutions of metal oxides, the initial components of which have the same or

different crystal lattices, and structural transformation in the process of formation of a solid solution.

IIpiopuTeTHHI HaNIPSIM HAYKOBO-TEXHIYHOI AisIIbHOCTI:

CrpaTeriyHHUH NPiOPUTETHUI HANIPSIM iHHOBAIiHHOI HisiIbHOCTi: OCBOEHHS HOBUX TEXHOJIOTi¥ BUPOOGHUIITBA MaTepiasiB, ix

00pO6JIeHH i 3'elHAHHS, CTBOPEHHSI iHAyCTpii HaHOMaTepiaiB Ta HAHOTEXHOJIOTIH

Bupg po6otn: 39 - pyHmameHTaspHa

OuikyBaHi pe3ybTaTh: Marepianu

I‘anysn 3aCTOCYBaHHII: MaTepiaJ’IOBHaBCTBO

6. ETariu BUKOHAaHHSA

Homep

ITouyaTok

3aKkiHYEeHHs

3BiTHHH JOKYMEHT

Hasga erany

01.2024

12.2028

OcCTaTOYHUM 3BIT

JocnigKeHHs KepaMiKu OKCU/IiB METaJliB Ta TBEPAUX PO3YMHIB Ha ixX

OCHOBI, JIETOBaHVX Pi3HNMMU JOMilIKaMU

7. Ingexc YK remaruuHux pyopuxk HTI

Kozu tremarnynux pyopuk HTI: 81.09

Inpexc YOK: 620.22




8. 3aKJII0YHi BimoMoCTi

KepiBHHK opraHi3arrii:
Camoitnenko Onexkcanap I'puroposud (k. i. H., 7o11.)
KepiBHHKH pOOOTH:

MenbHnuyk Osnexcannp Bonogumuposud (4.¢.-M.H., mpodecop)

BignoBimasibHUI 3a IoAaHH JOKyMeHTIB: Yepesko 1.B. (Tes.: +38 (067) 893-67-57)

KepiBHUK Bigainy peectpanii HayKoBoi gisibHOCTi
YxpIHTEI

IOpyenko T.A.




