Peectpaninina kaptka HIJIKP

Jep>kaBHUMH peecTpaniiinuii Homep: 0125U002307
Bigkpura

Dara peecrpamnii: 22-04-2025

CraTtyc BUKOHABIS: 17 - TOJIOBHUI BUKOHABELb

1. BarasibHi BigoMmocTi

IlizcraBa aJist IpoBeAeHHsI pooiT: 52 - TOroBip 3 BITYM3HSIHOIO OpraHisalieio (opranamu micnesoi pagu, GoHIoM, acolialiiero,
KOHIIEPHOM TOIIO)

KIIKBK:

Hampsm ¢inancyBaHHs: 2.2 - IPUKJIATHI ZOCIiAKEHHS i pO3po6KU

J>kepesia piHaHCYBaHHS

7722 - KOWITH MiAIIPHEMCTB, yCTaHOB, OpPTraHi3aniil YKpainu
3aranbHui o6csar dinancyBaHHS (THC. TpH.): 72.000

Y Tomy 4mcJli o pokax (THC. TpH.):

Pik dinancyBaHHs

2025 72.000

2. 3aMOBHHK

Haspa opraHni3anii: ToBapuCTBO 3 00MeKEHOIO BilllOBiganbHiCTIO «I'paHiocTay YKpaiHa»

Kog, €IPIIOY /IIIH: 38254077

Appeca: By IHTepHaTChKa,11,, . I'pymikiLi, KanuHiBebkuii p-H., BiHHuIBKA 0671., 22430, YKpaiHa
ITizmopsAKOBaHICTh:

Tenedon: 380635042301

3. BuxkoHaBenp

Ha3Ba oprawnisanii: YkpaiHCbKUil Jep>KaBHUI YHIBEpCUTET 3aJ1i3HUYHOTO TPAHCIIOPTY

Kog, €IPTIOY /IIIH: 01116472

ITignopsiaKoBaHicTh: MiHiCcTepCTBO OCBiTH i HayKu YKpaiHu

Agnpeca: maiinan ®eitepbaxa, 6yg. 7, M. XapKiB, XapkiBCbKuil p-H., XapKiBcbka 0611., 61050, YkpaiHa
Tenedon: 380577301939

Tenedon: 380577714683

WWW: http: / /kart.edu.ua/
4. CniBBUKOHaBEIlb

5. HaykoBo-TexHiYHa po6oTa



Hasga po6oTH (YKp)

JocnimKeHHs >KOPCTKOCTI i TPIlMHOCTIMKOCTI 3a/1i300€TOHHUX MONEPEIHbO-HAMPY)KEHUX IINaJ 3 aHKEPOBAHOIO CTEPKHEBOIO

apMaTypolo Ta ix l'IOpiBHFIHHSI 3 XapaKTE€pUCTUKAMU LIIajl, apMOBaHUX BI/ICOKOMiLLHI/IM OAPpOTOM

HasBa po6oTu (aHrJ1)

Study of the stiffness and crack resistance of prestressed reinforced concrete sleepers with anchored bar reinforcement and
their comparison with the characteristics of sleepers reinforced with high-strength wire

MeTa po6oTH (YKp)

BcTaHOBNEHHS MOKa3HUKIB )KOpCTKOCTi n TpiHLI/IHOCTiIZKOCTi 3a/1i300€TOHHUX IONEPENHbO-HAIIPY>)KEHUX MIIIaJlI 3 dHKEPOBAaHOIO

CTEP>KHEBOIO apMaTyporo HOpiBHHHO 3 XapaKTEPUCTHKaMU HLITIaJI, apMOBAaHUX ITyYKaMU BI/ICOKOMiILHOFO AOpoTy

MeTa po6oTH (aHrJI)

Determination of the stiffness and crack resistance indicators of prestressed reinforced concrete sleepers with anchored bar
reinforcement compared to the characteristics of sleepers reinforced with bundles of high-strength wire.
IIpiopuTeTHHI HaNpPSIM HayKOBO-TEXHIYHOI AisIbHOCTI:

CrpareriyHui IpiopuTETHHH HaNPsIM iHHOBalLLiHHOI AistsIbHOCTi: OCBOEHHS HOBUX TEXHOJIOTiH1 BUCOKOTEXHOJIOTIYHOTO

PO3BUTKY TPaHCIIOPTHOI CUCTEMHU, PAKETHO-KOCMIYHOI rajy3i, aBia- i cyHOOyAyBaHHS, 036PO€HHS Ta BilICbKOBOI TEXHIKI
Bup, po6oTu: 48 - mpuxiagHa

OuiKyBaHi pe3yJIbTaTH: T0OKa3HMKU KOPCTKOCTI 1 TPIlIMHOCTINKOCTi 327113066 TOHHUX MOINEPeNHbO-HANPYKEHUX LINaJ 3

dHKEPOBAHOIO CTEPKHEBOIO apMaTypoOIo HOpiBHHHO 3 XapaKTE€pUCTUKAMMU LIIajl, apMOBaHUX ITydYKaMUn BI/ICOKOMiILHOI‘O OpOTYy

T'anyss 3acrocyBaHHs: [linnpreMcTBa 3 BUPOOHUITBA 3aJ1i306€ TOHHUX IITIaJ, 3a/1i3HUYHI KOJIii 3arajbHOTO Ta HE3arajabHOTO

KOPHUCTYBaHHA

6. ETaniu BUKOHAHHS

Homep |ITouaTok | 3akinyenHns | 3BiTHHE gokymeHT | HasBa eTamy

JocmimKeHHs JKOPCTKOCTI U TPIIIUHOCTINKOCTI 327113066 TOHHUX

L NoriepeHbO-HAIPY>KEHUX 1A 3 aHKEPOBAHOIO CTEP>KHEBOIO apMaTypPOIO
1 04.2025 |12.2025 OCTaTOYHUI 3BiT ) ) .
Ta iX IOPiBHSHHS 3 XapaKTePUCTUKAMU LIIaJjl, aPMOBAHUX BUCOKOMIITHUM

IpOTOM

7. Ingexc YK trematuyHux pyopuxk HTI

Kopgu Temarnuynux pyopuk HTI: 67.13.31, 67.15.39

Inpexc YIK: 693.5;693.55:728.3, 666.98, 666,98



8. 3aKJII0YHi BimoMoCTi

KepiBHHK opraHi3arrii:
[Tanuenko Cepriit Bonogumuposud (g. T. H., Tpodecop)
KepiBHHKH pOOOTH:

[lnyrin Auppiit ApkagiitoBud (1. T. H., Tpodecop)

BigmoBimanbHUIH 32 TOAaHHA JOKyMeHTIB: [1nyrin Aunpiit ApkaziitoBuy (Tes.: +38 (050) 533-68-85)

KepiBHUK Bigainy peectpanii HayKoBoi gisibHOCTi
YxpIHTEI

IOpyenko T.A.




