Peectpaninina kaptka HIJIKP

Jep>kaBHUH peecTpaniiinuii Homep: 01220200205
Bigkpura

Dara peecrpamnii: 12-06-2022

CraTtyc BUKOHABIS: 17 - TOJIOBHUI BUKOHABELb

1. BarasibHi BigoMmocTi

IligcraBa a1 NpoBeAeHHs PoOiT: 34 - HOroBip (3aMOBJIEHHS) 3 LIEHTPAJIbHUM OPTaHOM BUKOHABUOi BJIaJi1, aKaZleMielo HayK
(ro;10BHMMU PO3NOPSIAHMKAMU OI0TKETHUX KOIITIB Ha poBeaeHHs HIIKP)

KITKBK: 3601070

Hampsm ¢inancyBaHHs: 2.2 - IPUKJIATHI ZOCIiAKEHHS i pO3po6KU

J>kepesia piHaHCYBaHHS

7713 - KOLITH AEeP>KOI0JKETY
3aranpHui o6csar ginaHcyBaHHS (THC. TPH.): 333.423

Y Tomy 4mcJli o pokax (THC. TpH.):

Pik dinancyBaHHs
2022 162.408
2023 171.015

2. 3aMOBHHK

Hassa opraHi3anii: MinicrepcTBo 1ocTuuii Ykpainu

Kog, €IPIIOY /IIIH: 00015622

Appeca: Bys. ['opopenpkoro, 6yz. 13, m. Kuis, 01001, Ykpaina
IMizgnopsiakoBanicTk: Kabiner MiHicTpiB Ykpainu
Tenedon: 380443642393

E-mail: callcentre@minjust.gov.ua

WWW: https:/ /minjust.gov.ua/

3. BukoHaBeupb

Hassa oprani3zanii: KuiBcbk1il HayKOBO-I0CIiIHMI iIHCTUTYT CylOBUX eKcliepTu3 MiHicTepcTsa octullii Ykpainu
Koz, €IPTIOY /IIIH: 02883096

IMiznmopsimkoBaHicTh: MiHicTepcTBO I0CTULi YKpaiHU

Appeca: Byn. CMosieHChKa, 6ya. 6, M. Kuis, 03057, YkpaiHa

Tenedon: 380442002910

Tenedon: 380442002911

E-mail: info@kndise.gov.ua

4. CniBBUKOHaBelb



5. HaykoBo-TexHi4Ha poooTa

HasBa po6oTHu (YKp)

Po3pobka Meropuku «OcO6JMBOCTI J1abOpAaTOPHUX BUIPOOYBaHb acajbTOOETOHHUX Trapsuux i Ie6eHeBO-MaCTUKOBUX

acanbTO6ETOHHUX IIOKPUTTIB AOPIT y CYAOBil ekcrepTusi»

Ha3zBa po6oTHu (aHrJ1)

Development of the methodology “Features of laboratory tests of asphalt concrete hot and crushed stone-mastic asphalt
concrete road pavements in forensic examination”

Merta po6oTH (YKp)

Merta po6oTH - po3poOKa METOOMKHM OO0 IIPOBEJEHHS Cy[OBOi €eKCIepTu3u ac@anbTOOETOHHUX rapsyux i mebeHeBo-
MaCTHKOBUX ac(asbTOOETOHHUX MOKPUTTIB OPIr, BUKOPUCTAHHS TPAAMLIMHUX Ta HANIPALIOBAHHS HOBUX METO/IB Y NOCIiIPKEHHI

iX OCHOBHUX HOKaBHI/IKiB, 10 BIVIMBAIOTh HA CTAaH JOPOXXHBOT'O ITOKPUTTS.

MerTa po6oTH (aHrJ1)

The work aims to develop a methodology for conducting a forensic examination of asphalt concrete hot and crushed stone-
mastic asphalt concrete road surfaces, the use of traditional and development of new methods in the study of their main
indicators that affect the condition of the road surface.

IIpiopuTeTHHI HaIPSIM HayKOBO-TEXHiYHOi AismpHOCTI: OyHIAMEHTaIbHI HAYKOBI JOCIiIKEHHS 3 HAMBaKJIUBIIINX IIPOOIIEM
PO3BUTKY HayKOBO-TEXHIYHOTO, COLIiaIbHO-€KOHOMIUYHOTO, CyCHiJIbHO-TIOJIITUYHOTO, JIIO/ICHKOTO ITOTEHIiay

CrpaTeriyHHUH NPiOpUTETHUI HANIPSIM iHHOBAIiHHOI OisJIbHOCTI:

Bug po6otu: 48 - mpukiagHa

OuiKkyBaHi pe3yJbTaTH: MeTOINYHI JOKyMEHTHU

T'anyss 3acrocyBaHHS: JIOCTiIKEHHS i1 €KCIIEPMMEHTAJIbHI PO3PO0OKH y cPepi iHIKUX TPUPOAHNYMX i TEXHIYHUX HAYK

6. ETariu BUKOHAaHHSA

Homep |IToyaTok | 3akiHyeHHs | 3BiTHHI JoKymeHT | HasBa erany

Po3pobka meTonuku «Oco6IMBOCTI IabOPaTOPHUX BUITPOOYBaHb

1 01.2022 |12.2023 OcTaroyHuil 3BiT  |acdasbTOGETOHHUX rapsiuux i me6eHeBO-MaCTUKOBUX ac(parbTOOETOHHUX

TIOKPUTTIB JOPIr y CyJIOBil €eKCIIepTH3i»

7. Ingexc YK remaruuyHux pyopuxk HTI

Kopau Temarnunux pyopuxk HTI: 10.85.31

Ingexc YIK: 343.98



8. 3aKJII0YHi BimoMoCTi

KepiBHHK opraHi3arrii:
Pysin Onexcangp ['puroposudy (. 1o0. H.)
KepiBHHKH pOOOTH:

[Mocinbcbkuit Ozner OnexcitoBud (K. X. H.)

BipgmoBimanbpHuU 3a ogaHHA JoKyMeHTIB: KosoH1ok Biktop IletpoBuy (Tes.: +38 (044) 200-29-18)

KepiBHUK Bigainy peectpanii HayKoBoi gisibHOCTi
YxpIHTEI

IOpyenko T.A.




